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PRODUCT BULLETIN GYPSUM WALLBOARD BULLETTE INO: B4l
GYPSUM PRODUCTS 5/8" (TYPE X) DATE: 7/1./70 ;

NOISTURE GUARD PAGE: 1 of 3 i

; APPROVW CANCELS:

Rty 7 /"‘AW AS.TM. 0-630 DATE:
- 13[-.&-"!’& \_uﬁ»f / i

PRODUCING PLANT: Long Beach, Antioch, Seattle, Rosario, Delanco, Jacksonville

CORE FORMUTA: (1lbs/MSF)

Board Stucco (8-1,8-2) 1625-1875 ¥
Paper Fiber (B-G-1) 0.12

Glags Fiber {B-G-1) 3.8-4.2

Vermiculite Ore (BEM-B28) 22.25 i
Starch (RM-B114} 9-12.5

Core Foaming Agent

ALS or AAS (B-G=1) 0-2,0

Lignin (B-G-1) 5,5=6.5 !
( 1 End Trim (B~G-1) 0=40 ;!
. Potassium Sulfate (B-G=1) 6,5=7.5

(in sclution)
Asphalt-Wax Emulsion
(galMFS) (RM-B24) 20-22

Note: BRotate inventory of asphalt-wax emilsicn. Do net use emulsion
over 30 days old without pre-testing on the board line,
Potassium Sulfate must be fed in a water solution form,

PAPFR_IINFRS:'
Face Paper: Green Colored Manila 50-1/2" wide (RM~B-14, B, C)
Back Peper: Moisture Guard Gray Paper 47-1/4" wide (RM-B-1, A, B, C)
OPERATING SPECIFICATIONS: (Refer to Product Bulletin B-G-2 for General

Specifications)

1. Siurry Slump, inches 4-12 - 7
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GYPSU WALLSOARD

5/8" {(TYPE X)
MOISTURE QUARD

ASTM C 630

- N B-21

s
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CANCELS:

DATE:

B-41 i
7/1/70
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GYPSUM WALIBCARD
5/8" (TYPE X)
MOISTURE GUARD

PRODUCT BULLETIN
GYPSUM PRODUCTS

BULLETIN NO:  B-4l
DATE: 7/1/70
PAGE: 3 of 3

CANCELS: B=41

APPROVA
éﬂi\,ﬁw‘g} lLW A.5.T.M. C-630

DATE: 1/21/64

PRODUCT SPECIFICATIONS: (ca_::ntinued)
Hammer Ioss, decigrams

Individusl Test, meximum 5.0
Bornd @ High Humidity, meximum peel

Face inch 1/2

Back inch 1/2
Water Immersion Test, 2 Hours

Weight Gain, percent, max. 5.0
{Water Immersion test is made according to
the procedure specified in A.8,.T.M, C473)
Surface Water Abscrptiop Test,
Weight gain after 2 hours, percent, max, 1.0

Cobb Test per A.S.T.M. C-630
Face Printing shall read;

5/8" Null-A-Fire Type X
- Moisture Guard

pIBTY) SINYSTOW

X odLl 8aTI~V-TTON u8/¢

Note: Do not usge U,L, Bundling Tape on

5/8" Type X Moisture Guard
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